CITY OF SACRAMENTO Permit No: 0502824

1231 I Street, Sacramento, CA 95814 Insp Area: 2
Thos Bros: 337A1

Site Address: 40 PARK CITY CT SAC Sub-Type: NAPT
Parcel No: 031-0054-015 Housing (Y/N): N
CONTRACTOR OWNER ARCHITECT

THE SPANOS CORPORATION THE SPANOS CORPORATION

10100 TRINITY PARKWAY 5TH FLOOR 10100 TRINITY PARKWAY 5TH FLOOR

STOCKTON CA 95219 STOCKTON CA 95219

Nature of Work: SITE DEVELOPMENT, PERIMETER WALL, GATES

CONSTRUCTION LENDING AGENCY : | hereby affirm under penalty of perjury that there is a construction lending agency for the performance of
the work for which this permit is issued (Sec. 3097, Civ. C).

Lender's Name Lender'sAddress

LICENSED CONTRACTORS DECLARATION: [ hereby affirm under penalty of perjury that I am licensed under provisions o
(commencing with section 7000) of Division 3 of the Business and Professions Code and my license is in full force and effect.
License Class !') License Number 721664 Date 3 "2 L/ / > Contractor Signature L—‘—)

OWNER-BUILDER DECLARATION: I hereby affirm under penalty of perjury that [ am exempt from the contractors License Lkw for the following
reason (Sec. 7031.5, Business and Professions Code; any city or county which requires a permit to construct, alter, improve, demolish, or repair any structure,
prior to its issuance, also requircs the applicant for such permit to file a signed statement that he or she is licensed pursuant to the provisions of the Contractors
License Law (Chapter 9 (commencing with Section 7000) of Division 8 of the Business and Professions Code) or that he or she is exempt therefrom and the
basis for the alleged exemption. Any violation of Section 7031.5 by any applicant for a permit subjects the applicant to a civil penalty of not more than five
hundred dollars ($500.00);

1, as a owner of the property, or my employees with wages as their sole compensation, will do the work, and the structure is not intended or offeredfor
sale (Sec. 7044, Business and Professional Code: The Contractors License Law does not apply to an ow A}‘l who builds or improves thereon, and
who'dos such work himself or herself or through his/her own employees, provided that such improvemR intengded.anaffered for sale. If;however,
the building or improvement is sold within one year of completion, the owner-builder will have th MW“S k@r‘g that he/she did not build or improve for
the purpose of sale.) gty e PRTIEI

M
. 2 4 P
I, as owner of the property, am exclusively contracting with licensed contractors to construct Mﬁﬁojcct (Sec, 7944, Business and Professions Code:
The Contractors License Law does not apply to an owner of property who builds or improves therean, fm;l,gvhd contfaktd for such projects with a contractor(s)
licensed pursuant to the Contractors License Law). o .

T
i T

I am exempt under Sec. B & PC for this rcason:

Date Owner Signature

IN ISSUING THIS BUILDING PERMIT, the applicant represents, and the city relies on the representation of the applicant, that the applicant verified all
measureinents and locations shiown on the application or accompanying drawings and that the improvement to be constructed does not violate any law or
private agreement relating to permissible or prohibited locations for such improvements. This building permit does not authorize any jllegal location of any
improvement or the violation of any private agreement relating to location of improvements.

I certify that I have read this application and state that all information is correct. Iagree to comply with all city and county org#iances And state. laws relatingto
building coq‘struction nd herby authorize representative(s) of this city to enter upon the abovementioned property for inspegon pu;

o
Date % -21'/ y 05 Applicant/Agent Signature . -
- /
WORKER'S COMPENSATION DECLARATION: [ hereby affirm under penalty of perjury one of thqfollowing declarations:
I have and will maintain a certificate of consent to self-insure for workers' compensation as provided for by Section 3700 of the Labor Code, for the
performance of work for which the permit is issued.

I'have and will maintain workers' compensation insurance, as required by Section 3700 of the Labor Code, for the performance of the work for which
this permit is issued. My workers' compensation insurance carrier and policy number are:

Carrier ARGONAUT Policy Number WC636700003152 Exp Date

it is issued, Ishall
ecome subject tothe

(This section need not be completed if the permit is for $100 or less) I certify that in the performance of the work for whith this pe
not employ any person in any manner so as to become subject to the workers' compensation laws of California and agree thagAf 1 shoul
workers' compensatiop provisions of Section 3700 of the Labor Code, I shall forthwith comply with those provisions.

Date._ = !Zl{ ' oS AppHeat Signature,_____ 1

} miay
WARNING: FAILURE TO SECURE WORKER'S COMPENSATION COVERAGE 1S UNLAWFUL AND/SHALL SUBJECT AN EMPLOYER TO

CRIMINAL PENALTIES AND CIVIL FINES UP TO ONE HUNDRED THOUSAND DOLLARS ($10¢/000) IN ADDITION TO THE COST OF
COMPENSATION, DAMAGES AS PROVIDED FOR IN SECTION 3706 OF THE LABOR CODE, INTEREST AND ATTORNEY'S FEE.

THISPERVHIT SHATI EXPIRE BY LIMITATIONIF WORK 1S NOT COMMENCED WITHIN 150 DAYS:

N i




\V ) Corporate Office  Rocklin Office Stockton Office
: 3050 Industrial Bivd. 500 Menlo Drive 3410 W. Hammer Ln.
West Sacramento Suite 100 Suite F
: 95691  Rocklin, CA 95765 Stockton, CA 95219

f 916 37-1434 9164359722 209234-7722

WALLACE KL 8 ASSOCUTES I 0502824
MASONRY SPECIAL INSPECTOR DAILY REPORT

Date 05-31-06 ENe 4 04 ; Weather Fair DSA File No.

Projest Sycamore Terrace Apts. . Tl David C. g(s).A Avplication

Locsion Corporate Way, Sacto., Ca. I Reviowsd By Pormit Number

Typs of Wodk Masonry rebar placement ob. l ReviewDuie Ef“"w"?&”&

Contrsctor  Spanos o oy Yard fenccé Project Inspector “WKA

INSPECTION: West, North and East 6 x 8* 16 CMU sound wall. Checked placement of rebar in
CMU wall, 4’ to 8’ high at the west and north wall, 0’{to 4’ high at the last 150’ of north wall at east end and 0’ to
4’ at east wall. Rebar appears to be placed in conformange with plans and specs to my knowledge. No. 4 vert bars

will be placed during grout placement at 0’ to 4’ wall. |

REINFORCING STEEL: Checked steel pl t for conformance with plans and specifications:
Yes 11X No O Accﬁmble oX Needs Repair [ (See attached)

GROUT PLACEMENT INSPECTION: YesO NoOX HighLit 0 LowLift [d

BieMt-

i

Line: From: L to_ Height;
Line: From: L to Height:
Line: From: to Height:
Line: From: to Height:
Line: From: to Height:
Line: From: to Height:

Mix # Cubic Yards Placed
Consolidated By:  Mechanical Vibration O  Rodding 0O
GROUT SAMPLE(s) Taken: Yes (J No/oX Number of Set

From; L to Height:

™

Line:

MASONRY PRISM: Sample(s) Taken: Yesf] No[l X  Number of Sets:
Line: From: i to Height:
Line: From: to Height:
MORTAR: Sample(s) Taken: Yes [0  No 1| X Number of Sets:
Line: From: to Height:
Line: From: . to Height:

Comments: See above under inspection.

SIGNED: é{/

DATE: S~ 3/—0 é




W‘ Corporate Office Rocklin Office Stockton Office
3050 Industrial Blvd. 500 Menlo Drive 3410 W. Hammer Ln.
West Sacramento Suite 100 ~ SuiteF
CA95691  Rocklin, CA 95765 Stockton, CA 95219 -
{ 916 372-1434 916 4359722 2002347722
WALLACE - KUHL & ASSOCIATES INC.
GEOTECHNICAL ENGINEERING CONSTRUCTION TESTING |
MASONRY SPECIAL liN SPECTOR DAILY REPORT
Job No. ! Weath x DSA File No.
P 05.25-06 o 5414.04 ” fair e
= Technici ; DSA Applicati
et Sycamore Terrace Apts. e David C. > Applicadon
Tocati Revicwed B Permit Number
o Corporate Way, Sacto., Ca. ’ oo
Type of Work ’ Review Date Date Revised
ype ot Masonry rebar and grout ob. e (if:)plicable)
C Sub- Project
Comractor Spanos w-  Yard fenf;c ject Laspector WKA

Yes O0X No OO

be placed in conformance with plans and specs to my
by Central Ready Mix. Grout placed by Yard & Fence Supply.

Acceptable [1.X

Line; From:

GROUT SAMPLE(s) Taken: Yes OX

No [0 Number of Sets:

West Wall, 0’ to 4’
L to

one

Height:

MASONRY PRISM: Sample(s) Taken: Yesll No[1X Number of Sets:

Comments: See above under inspection.

Line: From: to Height:

Line: From: to Height:
MORTAR: Sample(s) Taken: Yes 01 No [J X Number of Sets:

Lgne: From; _ to Height:

Line: From: to Height;

INSPECTION: West and North 6 x 6 x 8 CMU sound wall. 0’ to 4’ high, first lift. Checked
placement of rebar and observed grout placement. Castione set of three 4 x 8 grout samples off Ld. 1 Rebar appears to
owledge. Vibrator used to consolidate grout. Grout supplied

REINFORCING STEEL: Checked steel placement for conformance with plans and specifications:
Needs Repair O (See attached)

GROUT PLACEMENT INSPECTION: Yfps oX No O High Lift O
Low Lift 0X 0’ to 4°
Line: From: ___to Height:
Line: From: ___to Height:
Line: From: . to Height:
Line: From: . to Height:
Line: From: L to Height:
Line: From; to Height:
Mix # 6061802  Cubic Yards Placed __ 18
Consolidated By: ~ Mechanical Vibration 0OX Rodding 0

DATE: _$-2%-0§




V Corporate Office Rocklin Office Stockton Office

' 3050 Industrial Blvd. 500 Menlo Drive 3410 W, Hammer Ln.
West Sacramento Suite 100 ~ SuiteF

CA 95691 Rocklin, CA 95765 Stockton, CA 95219

916 372-1434 916 435-9722 209 234-7722

WALLACE * KUHL & ASSOCIATES INC
GEOTECHNICAL ENGINEERING CONSTRUCTION TESTING!

MASONRY SPECIAL ];NSPECTOR DAILY REPORT

Dat Job No. ' Weather i DSA File No.
" 05-25-06 5414.04 fair
Project Technician David C. DSA Application
Sycamore Terrace Apts. ; _ No.
Location i Reviewed By Permit Number

Corporate Way, Sacto., Ca.

Type of Work ! Review Date Date Revised

Masonry rebar and grout ob. (if applicable)
Contractor Sub- Project Inspector
/Bc:ﬁl e Spanos o actor Yard fedgce WKA

INSPECTION: West and North 6 x 6 x 8 CMU sound wall. 0’ to 4’ high, first lift. Checked
placement of rebar and observed grout placement. Cast one set of three 4 x 8 grout samples off Ld. 1 Rebar appears to
be placed in conformance with plans and specs to my knowledge. Vibrator used to consolidate grout. Grout supplied
by Central Ready Mix. Grout placed by Yard & Fence Supply.

REINFORCING STEEL: Checked steel pl ment for conformance with plans and specifications:

Yes OX No O Acceptable 0X Needs Repair [1 (See attached)
GROUT PLACEMENT INSPECTION: Yes 0X No O High Lift O
Low Lit 0X 0’ to 4°

Line: From: to Height:

Line: From: to Height:

Line: From: to Height:

Line; From: to Height:

Line: From: to Height:

Line: From: to Height:

Mix # _6061802 ’ Cubic Yards Placed __18
Consolidated By: ~ Mechanical Vibration OX Rodding O

GROUT SAMPLE(s) Taken: Yes0X  No O Number of Sets: _one
West Wall, 0’ to 4°

Line: From: ! to Height:
MASONRY PRISM: Sample(s) Taken: Yes tl NoO X  Number of Sets:

Line: From: . to Height:

Line: From: __to Height:
MORTAR: Sample(s) Taken: Yesd No [0 X Number of Sets:

Line: From: to Height:

Line: From: to Height:

Comments: See above under inspection.

DATE:_ 5-2%-0$




\/ : Corporstc Office  Rockdin Office Stockton Office
" 3050 industrial Bivd. 500 Menlo Drive 3410 W. Hammer Ln,
. West Sacramento Suite 100 Suite F
: CA95691  Rocklin, CA 95765 Stockton, CA 95219

916 372-1434 916 435972 209234-7722
WALLACE * KUHL & ASSOCIATES INC!
GEOTECHNICAL ENGINEERING CONSTRUCTION TESTING

MASONRY SPECIAL INSPECTOR DAILY REPORT

I =R sa404 0 M far o
Project Sycamore Terrace Apts. j e David C. ,?,f,A e
Locuon Corporate Way, Sacte., Ca. T e o
Type of Work Masonry rebar placement ob. ey Duse g;em)
Comor Spanos S Yard fonce | Poe bepecer WKA

INSPECTION: North and East 6 x 8 x 16 CMU sound wall. Checked placement of rebar in CMU
wall, 4°to 8" high at the last 150 of north wall at east end and 4’ to 6’ at east wall. Rebar appears to be placed in
conformance with plans and specs to my knowledge. |

REINFORCING STEEL: Checked steel placenent for conformance with plans and specifications:

Yes OX No [J Acceptable OX Needs Repair [ (See attached)
GROUT PLACEMENT INSPECTION: YesO NoOX HighLit D  LowLift O

Line: From: . to Height:

Line: From: to Height:

Line: From: to Height:

Line: From: to Height:

Line: From: to Height:

Line: From: Height:

L to
Mix # Cubic Yards Placed
!
Consolidated By: Mechanif;al Vibration O  Rodding O

GROUT SAMPLE(s) Taken: Yes O No 0X Number of Set
Line: From: ' to Height:
MASONRY PRISM: Sample(s) Taken: Yes[1 No[lX  Number of Sets:
Line: From: . to Height:
Line: From: : to Height:
MORTAR: Sample(s) Taken: Yesd  No {1 X Number of Sets:
Line: From: to ' Height:
Line: From: _to Height:

Comments: See above under inspection.




WK

Corparate Office Rocklin Office Stockton Office
3050 Industrial Blvd. 500MenloDrive 3410 W. Hammer Ln.
: West Saczamento Suite 100 Suite F
; CA95691  Rocklin, CA 95765 Stockton, CA 95219
| 916 372-1434 916 4359722 2092347722
WALLACE - KUHL & ASSOCIATES INC.
GEOTECHNICAL ENGINEERING CONSTRUCTION TESTING ,
MASONRY SPECIAL INSPECTOR DAILY REPORT
T Weaher : DSA File N
P 060106 e sq1a04 fair >
Project ) Techician David DSA Application
Sycamore Terrace Apts. dC. No.
B Reviewed By Permit Numbex
oseen Corporate Way, Saete., Ca. |
oo of ! Ravicw Date Date Revised
Type of Work Masonry / grout ob. ; (if applicable)

REINFORCING STEEL: Checked steel placement for conformance with plans and specifications:

INSPECTION: West and North and East § x 8 x 16 CMU sound wall. . Observed grout
placement. Cast one set of three 4 x 8 grout samples offLd. 2 at north wall, east half, 4” to 8 high. Vibrator used to
consolidate grout. Grout sapplied by Centeal Ready
placed at east wall, 0 to 4’. Ld.2 placed at north walk
half, 4’ to 8" and west wall, 4’ to 6”. 8" slump. Grout témp: 70 deg.

Girout placed by Yard & Feace Supply. Pump used: L& 1
half & 104 and 4" 0 8°. Ld. 3 placed at north wall, west

GROUT SAMPLE(S) Taken: Yes OX

Line; From:

Yes 0X No O Accgptable 01X Needs Repair 1 (See attached)
GROUT PLACEMENT INSPECTION: YesDX No D) High Lift O)
| Low Lift OX 4’ lift

Line: From: to Height:

Line: From: to Height:

Line: From: . to Height:

Line: From: Lt Height:

Line: From: L to Height:

Line: From: T to, Height:

Mix #_6061802 | Cubic Yards Placed 27

Consolidated By:  Mechanical Vibration 0X Rodding [

'
1

No O Number of Sets: _one

North wall, 4’ to 8’ high

__to Height:

MASONRY PRISM: Sample(s) Taken: Yes{1 No[l X Number of Sets:
Line; From: o Height:
Line: From: to Height:
MORTAR: Sample(s) Taken: Yes(1  No [J X Number of Sets:
Line: From: t to Height:
Line: From: __to H::lh):.

Comments: See above under inspection.

DATE: &6~ /— 04

SIGNED: M%

——---qq;-\ll—.-- - m—— s




Corporate Office Rocklin Office Stockton Office
3050 Industrial Bivd. 500 Micnlo Drive 3410 W. Hammer Ln.
West Sacramento Suite 100 Suite F
CA 95691 Rockim, CA 95765 Stockton, CA 95219

916 372-1434 916 435912 200 234-7722

WALLACE * KUHL & ASSOCIATES INC.
GEOTECHNICAL ENGINEERING CONSTRUCTION TESTING

MASONRY SPECIAL INSPECTOR DAILY REPORT

Weather . DSA Fike No.
P 06-08-06 Ne 5414.04 fair

proret Sycamore Terrace Apts. David C. ]

Cocation Revicwed By Permmit Number

: Corporate Way, Sacte., Ca.

Type of Work Revicw Date Dase Revised
Masonry / grout ob.

C Sab- Project Inspector
Contracor— Spanos Yard fence WKA

INSPECTION: East end of North and East 6 x 8 x 16 CMU sound wall. . Observed grout
placement. Cast one set of three 4 x 8 grout samples off Ld. 1 at the east wall, 4’ to 6’ high. Vibrator used to
consolidate grout. Grout supplied by Central Ready Mix. Grout placed by Yard & Fence Supply. Pump used. Ld. 1
placed at east wall, 4’ to 6>. Ld.2 placed at north wall, 150° of east end, 4> to 8" high and south end of west wall, 4’ to
6’ high. 8 slump. Grout temp: 70 deg.

REINFORCING STEEL: Checked steel placement for conformance with plans and specifications:
Yes OX No 0 Acceptable OX Needs Repair [ (See attached)

GROUT PLACEMENT INSPECTION: Yes 0X No [I High Lift 01
Low Lift 0X 2’ to 4’ lift

Line: From: Height:
Line: From: Height:
Line: From: Height:
Line: From: Height:
Line: From: Height:
Line: From: : Height:
Mix #_6061802 Cubic Yards Placed __ 18

Consolidated By:  Mechanical Vibration 0X Rodding O

GROUT SAMPLEC(s) Taken: Yes oX No O Number of Sets: _one
East wall, 4’ to 6” high
Line: From: to Height:

MASONRY PRISM: Sample(s) Taken: YesO No[1X Number of Sets:

Line: From: to Height:
Line: From: to Height:

MORTAR: Sample(s) Taken: YesO  No O X Number of Sets:

Line: From: to Height:
Line: From: to Height:
Comments: See above under inspection.

SIGNED:




01/11/2007 03:44 FAX 9163722565

W

WALLACE » KUHL
& ASSOCIATES INC.

~ Geotechnical Engineering

Engineering Geology _

Environmental Consulting
Remediation Services
Construction Inspection

Materials Testing

CORPORATE OFFICE

3050 Industrial Boulevard
West Sacramento

CA 95691

Tel 916.372.1434

Fax 916'.372.2565_

ROCILIN OFFICE
500 Menio Drive
Suite 100

Rocklin, CA 95765,
Tel 916.435.9722

" Fax916.435.9823

_ STOCKTON OFFICE

3410 West Hammer Lane -

Suite F
Stockton, CA 95219

Tel 209.234.7722

Fax 209.234.7727

WALLACE-KUHL AND ASSOC. lg002/002

A0 @-mé &‘%IC'&

January 11, 2007

Mr. Rick Wood

AGS The Spanos Company
10100 Trinity Parkway, 5™ Floor
Stockton, CA 95219

Special Inispection Final Report

SYCAMORE TERRACE APARTMENTS — MASONRY SITE WALL
Sacramento, California

Permit No. 05-02824

WKA No. 5414.04

In accordance with City of Sacramento inspection requirements, our firm has
petformed Special Inspection and Testing in accordance with Sections 106 and
1701 of the Uniform Building Code for the subject project. Our observation and
test results indicate that the following items were constructed, to the best of our
knowledge, in accordance with the project's plans and specifications: C
Masonry:.  Performed periodic-inspection of reinforcing steel, block and grout
. for CMU site walls. Monitored grout consistency and
consolidation during placement. Obtained grout samples for

laboratory oompresmve strength testing.

Please poﬁtact'our'oﬂiceif you have any que_stions regarding thls information.

David A. Redford, P.E. .
Senior Engmm

DAR :kmk

cc:  City of Sacramento




WALLACE - KUHL
: & ASSOCIATES INC.

mal Dogineoring

enial Consuiling

Ramediation Sorvicey

ovsiruction fnspection

crion Testing

STOCKTON OFFICE

S4T0 W Hamimer Lang

January 11, 2007

Mr. Rick Wood

AGS The Spanos Company
10100 Trinity Parkway, 5" Floor
Stockton, CA 95219

Special Inspection Final Report

SYCAMORE TERRACE APARTMENTS - MASONRY SITE WALL
Sacramento, California

Permit No. 05-02824

WKA No. 5414.04

In accordance with City of Sacramento inspection requirements, our firm has
performed Special Inspection and Testing in accordance with Sections 106 and
1701 of the Uniform Building Code for the subject project. Our observation and
test results indicate that the following items were constructed, to the best of our
knowledge, in accordance with the project's plans and specifications: '

Masonry: Performed periodic inspection of reinforcing steel, block and grout
for CMU site walls. Monitored grout consistency and
consolidation during placement. Obtained grout samples for
laboratory compressive strength testing.

Please contact our office if you have any questions regarding this information.

Wallace - K Associates, Inc.

David A. Redford, P.E.
Senior Engineer

DAR:kmk

cc:  City of Sacramento




